
Energy Deposition in Ni Target and Collection Lens Body by Material

Target Totals (GeV per pulse) CASIM066 CASIM067 CASIM068 Average
Nickel 8.50E-01 8.40E-01 8.63E-01 8.51E-01

Total Energy in Joules per pulse
Steel Water Lithium Titanium Nickel Beryllium Lithium Lithium Lithium Field
MAT #1 MAT #2 MAT #3 MAT #4 MAT #5 MAT #6 MAT #7 MAT #8 MAT #9 (TESLA)

CASIM066 1.26E+03 2.94E+01 2.84E+01 2.58E+02 6.80E+02 5.00E+01 7.08E+00 6.03E+00 5.64E+00 0
CASIM067 1.21E+03 3.05E+01 2.78E+01 2.62E+02 6.72E+02 4.74E+01 7.00E+00 5.25E+00 5.68E+00 -10
CASIM068 1.25E+03 3.00E+01 2.83E+01 2.51E+02 6.91E+02 4.88E+01 6.80E+00 5.74E+00 4.80E+00 10

Lens Totals (Joules per pulse) CASIM066 CASIM067 CASIM068 Average Average Power 5E12 protons every 1.5 seconds
Lithium 4.71E+01 4.57E+01 4.56E+01 4.61E+01 3.08E+01 Watts
Steel 1.26E+03 1.21E+03 1.25E+03 1.24E+03 8.27E+02 Watts
Water 2.94E+01 3.05E+01 3.00E+01 3.00E+01 2.00E+01 Watts
Titanium 2.58E+02 2.62E+02 2.51E+02 2.57E+02 1.71E+02 Watts
Beryllium 5.00E+01 4.74E+01 4.88E+01 4.88E+01 3.25E+01 Watts

Total 1.62E+03 1.08E+03 Watts

Target Totals (Joules per pulse) CASIM066 CASIM067 CASIM068 Average Average Power 5E12 protons every 1.5 seconds
Nickel 6.80E+02 6.72E+02 6.91E+02 6.81E+02 4.54E+02 Watts
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